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TR LGP FRBAMRERER (The following sample(s) was/were submitted and identified by/on
behalf of the applicant as):

## B (Sample Submitted By) : 3 B4%4 M3 (SUPER SHENG ENTERPRISE CO., LTD.)
# & % #%(Sample Description) . SUPERSEN BRACKET NICKEL

# oA 3R (Style/Item No. ) : BKT-06 / BKT-06B / BKT-06C / BKT-06D / BKT-06-0
BKT-08 / BKT-08B / BKT-08C / BKT-08D / BKT-09 /
BKT-09D / BKT-16 / BKT-16-0

W44 B8 #7(Sample Receiving Date) : 2019/09/04
)3 28 B (Testing Period) : 2019709704 to 2019/09/10

/ BKT-07 / BKT-07A /
BKT-09A / BKT-09C /

B3R E £ (Test Requested) : &IEFEPF 5T ° £ARolS#E42011/65/EU Annex ITR]:K4a ~ &5 ~ & ~ 184, (As
specified by client, with reference to RoHS Directive 2011/65/EU Annex II to
determine Cadmium, Lead, Mercury, Cr(VI) contents in the submitted sample(s).)

B3R ¥ s& (Test Method) ; # %M T—& (Please refer to following pages).

B3R & £ (Test Results) % %8 TF—17 (Please refer to following pages).

# 3% (Conclusion) : RIBEP AR EIES > B4~ 8 - R~ NEL R E R ERoHS 2011/65/EU Annex
[IzR{&& K. (Based on the performed tests on submitted sample(s), the test

results of Cadmium, Lead, Mercury, Cr(VI) comply with the limits as set by RoHS
Directive 2011/65/EU Annex II.)

Troy Cr%ﬁg%nager -%e |

Signed for and behalf of
SGS TAIWAN LTD.
Chemical Laboratory - Taipei
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R R & % (Test Results)

)X 2843 (PART NAME)No. 1 © 42648 (445%) (SILVER COLORED METAL (INCLUDING THE PLATING LAYER))
E =W A FRAE
RRAE B ﬁ@ RIRF & MDL | (Result) s
(Test Items) (Unit) (Method) N 1 (Limit)
4% / Cadmium (Cd) mg/kg |4 #1EC 62321-5 (2013), Ak E#mEETH 2 n.d. 100
5t gm0, / With reference to
8¢ / Lead (Pb) mg/kg |1EC 62321-5 (2013) and performed by 9 n.d. 1000
ICP-0ES.
% / Mercury (Hg) mg/kg |%#1EC 62321-4:2013+ AMD1:2017 » 2A R 2 n. d. 1000

FEi2 AT B A4 &R, / With
reference to IEC 62321-4:2013+
AMD1:2017 and performed by ICP-OES.

~1&4% / Hexavalent Chromium ug/cm?® |4#1EC 62321-7-1 (2015), A UV-VISk 0.10 n. d. -
Cr(VI)(#2) ;). / With reference to IEC 62321-7-1

(2015) and performed by UV-VIS.

# = (Note) -
1. mg/kg = ppm; 0. 1wt% = 1000ppm

2. n.d. = Not Detected (ki &)

3. MDL = Method Detection Limit (F k48R4 MR 1)
4. "-" = Not Regulated (&R#%14)

5. (#2) =

a. EXNBHEREAMN. 13 ug/cm’ » AL ER A K ~184. / The sample is positive for Cr(VI) if the Cr(VI)

concentration is greater than 0.13 ug/cm®. The sample coating is considered to contain Cr(VI).

b, exBE&EEAnd GEEI0.10 pg/cm?) » 7% R& R4 ~1E4. / The sample is negative for Cr(VI) if
Cr(VI) is n.d. (concentration less than 0.10 pg/cm?). The coating is considered a non-Cr(VI) based
coating.

c. EXABBEREANM 0.10 & 0.13 ug/cm?® 85> £k X 2R X F A A ~184. / The result between 0.10 pg/cm?
and 0.13 pg/cm?® is considered to be inconclusive - unavoidable coating variations may influence the
determination.
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&4 & 7i£® / Analytical flow chart of Heavy Metal

BERTEREZB 244 KT REER - (NREARTERIL)
These samples were dissolved totally by pre-conditioning method according to below flow chart. ( Cr®* test method excluded )

B 33X AE : MRE% /Technician : Rita Chen

B B3K & F A 5kELE [ Supervisor: Troy Chang

4% - #4448 / Cutting ~ Preparation

v

B34k & €& / Sample Measurement

4 Pbl4% Cd/% Hg

PR B K AR AR B BAR AT ERUH A2

Acid digestion with microwave / hotplate

v

& & / Filtration

A& Cr(VI)

v

v

3£ 4 /& / Non-metal

4% | Metal

v

|
v v

7% % / Residue

7% % | Solution

ABS /PC/PVC #1463 K Others
REkE/ # 150~160C F
Dissolving by 41t / Digesting

ultrasonication

at 150~160C

#7KE 8 / Boiling
water extraction

v

v

v

v

1) &% &% / Alkali fusion
2) #kEa2 /HClto dissolve

\4

£60CHETR
R R
Digesting at 60°C

BKR
Separating to get
aqueous phase

AA g BIRAS /
Cool, filter
digestate through
filter

v

bv ltrasnnication

B R A2 S TR 4 L4k  ICP-OES

v

3 % pH/pH adjustment

AN EE B/
Add diphenyl-
carbazide for color
development

v

v

heNBEEBE ]

Add diphenyl-

carbazide for color development

v

A UV-VIS » & 2# &5k £ 540 nm
#) % 4 & / Measure the absorbance

2 UV-VIS - & 303
shiEik 4 540 nm
&) Bk & [ Measure
the absorbance at
540 nm by UV-VIS

at 540 nm by UV-VIS
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¥ BAPWwARNHART  EATATERAZHE L/, X
(The tested sample / part is marked by an arrow if it’s shown on the photo.)

CE/2019/90705

N\

bt Im'hnluu'\.‘.&

X% 4g 44 2 (End of Report) %%
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